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TANTIMBER
TMT LUMBER GRADING DEFINITIONS
Tantimber Iroko Lumber

Origin: Cameroon - Africa
Latin Name: Milicia Excelsa (Chlorophora Excelsa)
Grade: FAS 
Moisture: %4-7 
Process: Thermowood (TMT)
Process Temperature: 185°C - 200°C

Features:
Thermowood Lumber are in the semi-finished product category and should not be considered as 
final products and some factors must be taken into account.

With the minimization of the moisture in the lumber as the Thermowood process result, mass loss of 
5-7% in thickness and width occurs. Measurements are based on gross measurements.

The color tone differences that can occur on the lumber after the process are due to its natural 
features. These color differences are not considered as a defect.

Longitidunal bendings can be seen on the lumber.

Thermowood Iroko lumber are free of sapwood.

Due to the fact that Thermowood Iroko is semi-finished product defects such as worm holes and 
end-splits can be found on the lumber.
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